
ANACONDA ALUMINUM COMPANY 

Laboratory Section 

Columbia Falls, Montana 

FLUORIDE EMANATION REPORT 

Year 
1969 

June 9, 1969 
Date 

April 
Month  

otline 

umber 

Towers Roofs 

No. of 

Samples Input Output Recovery Err. 

No. of 

Samples Output 

Potline 

Total 

Plant 

Total 

413 108 1815 2228 

342 167 2179 

314 104 1662 1976 

503 1400 1903 

615 389 1004 

Plant 

Total 28,886 2187 26,699 92.4% 543 7445 9632 

Mean Flow Rate 

C.F.M. at S.T.P. Lbs. F/Day Collection 

% Recovery 

Efficiency 

Roofs 

Line 1 2,650,000 

Roofs 7,445 
Line 2. 2,6601000 

Towers 28,886 79.5% 

Line 3. 2,1704000 

Line 4. 2. 295 000 

Line 5. 1,845,000 
Total 

Generated 36,331 73.5% 

rowers 

Line 1. 5,852 

Line 2. 6,186 
Total 

Recovery 26,699 Line 3. 
6,A27 

Line 4o 6,505 
Total to 

Atmosphere 9,632 Line 5. 6,525 

MARKS: Scrubbers operated 99013% of time. 

Dist: 
J. 

D. 

F. 

F. Smith 

W. Everett 

J. Laird 

R. L. Brown 

E. O. Woster 

C. E. Taylor 

File A. ook, Manager 

Environmental Control 

ARCF00003893 


